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RELIABILITY STUDY ON ZE_'_P,DIODES USED IN THE SATURN PROGRAM

CONTRACT NO. NAS 8-20315

Quarterly technical report No. I on the status of the Zener Diode

Reliability Study in accordance with WDL-TP 2114 and NASA Procurement Request

DCN 1-6-60-00029.

This quarterly report covers in detail the current status of Tasks i, 2,

and 3. These tasks are described in the WDL Test Proposal 2114 are respectively:

i) Information Study and Survey; 2) Parts Procurement and 3) Step Stress

Matrix Eva]uation. The tasks are discussed below in their consecutive order.

Task 1 - Information Study and Survey

WDL engineering has reviewed the up to date listings and reports submitted

through the Interservice Data Exchange Program (IDEP) for a basic indication

of zener diode manufacturers and their respective failure modes. The results

of this inquiry are summarized in Table I. This info_nation coupled with

information obtained from FARADA (Failure Rate Data) and WDL's accumulated

data from various Air Force and NASA prcgrams has allowed for the initial vendor

selection of TRW Electronics, Motorola Semiconductor Inc. and Dickson Electronics

Corp. It should be noted here that these vendors all hold current military

qualification of the 400 m Watt zener diode series although this was not esta-
i

blisiled as a definite requirement of this test program. A WDL specification

was generated for the test sample procurement (WDL-SL-171723) of 3,000 ca.

zener diodes comprised of the three manufacturers and three selected voltn_c

ranges; JEDEC IN746A (3.3V), IN758A (]O O_ _nd IN980B (62.0V). The Purchase
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TABLE I

IDEP StI_L_RY OF VARIOUS MANUFACTURERS VS.

QUANTITY OF FAILURES

NO. TEST NO. FAILURES PERCENTAGE
MAN UFACT URER UNITS TOTAL FAILUF_S

Continental Device Corp. (CDC) 231 23 9.9%

Delta Semiconductors 60 16 26.7?.

Dickson Electronics 100 2 2.0%

Motorola Semiconductors 175 I0 5.7?.

Texas Instruments Corp. 260 21 8.1%

Transitron Electronics Corp. 231 23 9.9?.

TRW Electronics 159 8 5.07.

Task 2 - Parts Procurement

The zener diode procurement effort is continuing and of this date the

following diodes have been received:

Manufacturer Received To be Received

Dickson 800 all types 133 ea. of IN980B

Motorola 666 of IN758A & IN980B 179 of IN746A
155 of IN746A

TRW 666 of 1N746A & 1N758A 333 ea. of 1N980B

An approximate 45 day delay has been incurred because of slow delivery by

all part vendors. The reason given by both TRW and Dickson was that of low

yield of the high voltage zener diodes during manufacturing caused late ship-

ments. Motorola has not submitted any reason for late shipment. In any case,

the now scheduled date for the receipt of all test samples is 15 Nov. 1966.

Task 3 - Step Stress Matrix Evaluation.

As of this report, all test samples which have been received are now

serialized using Brady high temperature labels. One diode from each manu-

facturer has been stripped of paint to verify and examine the manufacturer's

constzuction of interior elements.

o

Work has been completed on all required test fixtures including the setting

up of a measurement station which will allow for IBM 526 data print out of all

basic measurement parameters. A computer program has been set up to present
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all data in an easily presentnblc format. Attachments are included of tile

basic electrical measurement test methods and a copy of the proposed data

analysis format. The computer return will provide between electrical mea -f

surements the absolute difference value and percent change of each parameter

measured. In addition, each test group, such as the High Temperature Opera-

tion Group, will have computed at measurement the group mean_and stnndard

deviationa-. All devices whicil do not meet specified test limits will be

tabulated separately.

Attachment A contains a copy of the Phase I. Step Stress Evaluation,

part of this test program. Initial electrical measurements are now underway
I

on /f and multistate noise measurements. During the next quarterly report

period, it is expected that the step stress matrix testing will be completed,

data analysis completed, failure modes identified and the needed screening

recommendations presented.

W. D. Boltz _
St. Engineer
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TEST FLOW CHART PHASE I- STEP STRESS MATRIX EVALUATION

ATTACHMENT A
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'" PHASE I WDL TP 1544-25
STEP STRESS EVALUATION 3 October 1966

TEST FLOW DIAGRAM

CONTROL GROUP S/N 0001 thru 0005, 0334 thru 0338,

0667 thru 0671, IC01 thru 1005, 1334
45 diodes thru 1338, 1667 thru 1671, 2001 thru

2005, 2334 thru 2338, 2667 thru 2671.
__

i m,, ,

I THERMAL SHOCK I S/N 0014 thru 0028, 0347 thru 0361,

I GROUP J 0680 thru 0694, 1014 thru 1028, 1347135 diodes thru 1361, 1680 chru 1694, 2014 thru2028, 2347 thru 2361, 2680 thru 2694.

IMPACT SHOCK S/N 0029 thru 0043, 0362 thru 0376,

GROUP 0695 thru 0709, ]029 thru 1043, 1362
135 diodes thru 1376, 1695 tl;ru 1709, 2029 thru

2043, 2362 thru 2_76, 2695 thru 2709.

I" lACCELERATION S/N 0044 thru 0058, 0377 thr_ 0391,
GROUP 0710 thru 0724, 1044 thru 1058, 1377

135 diodes thru 1391, 1710 thru 1724, 2044 thru
, 2058, 2377 thru 2391, 2710 thru 2724.

=21 H o, oo9oo,. o,oo.
3 MANUFACTURER_ | STORAGE GROUP 0725 thru 0739, 1059 thru 1073, 1392
3,'VOLTAGES / | 135 diodes thru 1406, 1725 thru 1739, 2059 thru

2073, 2392 thru 2406, 2725 thru 2739.

i

AMBIENT I S/N 0074 thru 0088, 0407 thru 0421,

OPF_RATION GROU_ 0740 thru 0754, 1074 thru 1088, 1407
135 diodes | thru 1421, 1740 thru 1754, 2074 chru

J 2088, 2407 thru 2421, 2740 thru 2754.

, I I ,

HIGH TEMP _ S/N 0089 thru 0103, 0422 thru 0436,

[OPERATION GROUPI 0755 thru 0769, 1089 thru 1103, 1422135 diodes thru 1436, 1755 thru 1769, 2089 thru2103, 2422 thru 2436, 2755 thru 2769.

i i -_

S/N 010_. _hru 0118, 0437 thru 0451,

THERMAL EVAL 0770 thru 0784, 1104 thru 1118, 1437
GROUP thru 1451, 1770 thru 1784, 2104 thru

135 diodes 2118, 2437 thru 2451, 2770 thru 2784.

I | I

I S/N 0119 thru 0133, 0452 thru 0466,

SXNUSOIDAL 0785 thru 0799, 1119 thru 1133, 1452

VIBRATION GROUP thru 1466, 1785 thru 1799, 2119 thru
135 diodes 2133, 2452 thru 2466, 2785 thru 2799.

III I
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EXAHPLES OF DATA CARD AND DATA STATISTICS COMPUTERRETURNS

ATTACHMENT B

1
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